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these operations include gel coat or
skin coat layers that are applied before
lamination is performed by closed
molding.

STANDARDS FOR RESIN AND GEL COAT
MIXING OPERATIONS

§63.5731 What standards must I meet
for resin and gel coat mixing oper-
ations?

(a) All resin and gel coat mixing con-
tainers with a capacity equal to or
greater than 208 liters, including those
used for on-site mixing of putties and
polyputties, must have a cover with no
visible gaps in place at all times.

(b) The work practice standard in
paragraph (a) of this section does not
apply when material is being manually
added to or removed from a container,
or when mixing or pumping equipment
is being placed in or removed from a
container.

(c) To demonstrate compliance with
the work practice standard in para-
graph (a) of this section, you must vis-
ually inspect all mixing containers
subject to this standard at least once
per month. The inspection should en-
sure that all containers have covers
with no visible gaps between the cover
and the container, or between the
cover and equipment passing through
the cover.

(d) You must keep records of which
mixing containers are subject to this
standard and the results of the inspec-
tions, including a description of any re-
pairs or corrective actions taken.

STANDARDS FOR RESIN AND GEL COAT
APPLICATION EQUIPMENT CLEANING
OPERATIONS

§63.5734 What standards must I meet
for resin and gel coat application
equipment cleaning operations?

(a) For routine flushing of resin and
gel coat application equipment (e.g.,
spray guns, flowcoaters, brushes, roll-
ers, and squeegees), you must use a
cleaning solvent that contains no more
than 5 percent organic HAP by weight.
For removing cured resin or gel coat
from application equipment, no or-
ganic HAP content limit applies.

(b) You must store organic HAP-con-
taining solvents used for removing
cured resin or gel coat in containers
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with covers. The covers must have no
visible gaps and must be in place at all
times, except when equipment to be
cleaned is placed in or removed from
the container. On containers with a ca-
pacity greater than 7.6 liters, the dis-
tance from the top of the container to
the solvent surface must be no less
than 0.75 times the diameter of the
container. Containers that store or-
ganic HAP-containing solvents used for
removing cured resin or gel coat are
exempt from the requirements of 40
CFR part 63, subpart T. Cured resin or
gel coat means resin or gel coat that
has changed from a liquid to a solid.

§63.5737 How do I demonstrate com-
pliance with the resin and gel coat
application equipment cleaning
standards?

(a) Determine and record the organic
HAP content of the cleaning solvents
subject to the standards specified in
§63.5734 using the methods specified in
§63.5758.

(b) If you recycle cleaning solvents
on site, you may use documentation
from the solvent manufacturer or sup-
plier or a measurement of the organic
HAP content of the cleaning solvent as
originally obtained from the solvent
supplier for demonstrating compliance,
subject to the conditions in §63.5758 for
demonstrating compliance with or-
ganic HAP content limits.

(c) At least once per month, you
must visually inspect any containers
holding organic HAP-containing sol-
vents used for removing cured resin
and gel coat to ensure that the con-
tainers have covers with no visible
gaps. Keep records of the monthly in-
spections and any repairs made to the
covers.

STANDARDS FOR CARPET AND FABRIC
ADHESIVE OPERATIONS

§63.5740 What emission limit must I
meet for carpet and fabric adhesive
operations?

(&) You must use carpet and fabric
adhesives that contain no more than 5
percent organic HAP by weight.

(b) To demonstrate compliance with
the emission limit in paragraph (a) of
this section, you must determine and
record the organic HAP content of the
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carpet and fabric adhesives using the
methods in §63.5758.

STANDARDS FOR ALUMINUM REC-
REATIONAL BOAT SURFACE COATING
OPERATIONS

§63.5743 What standards must I meet
for aluminum recreational boat sur-
face coating operations?

(a) For aluminum wipedown solvent
operations and aluminum surface coat-
ing operations, you must comply with
either the separate emission limits in
paragraphs (a)(1) and (2) of this section,
or the combined emission limit in
paragraph (a)(3) of this section. Com-
pliance with these limitations is based
on a 12-month rolling average that is
calculated at the end of every month.

(1) You must limit emissions from
aluminum wipedown solvents to no
more than 0.33 kilograms of organic
HAP per liter of total coating solids
applied from aluminum primers, clear
coats, and top coats combined. No
limit applies when cleaning surfaces
are receiving decals or adhesive graph-
ics.

(2) You must limit emissions from
aluminum recreational boat surface
coatings (including thinners, activa-
tors, primers, topcoats, and clear
coats) to no more than 1.22 kilograms
of organic HAP per liter of total coat-

ing solids applied from aluminum
primers, clear coats, and top coats
combined.

(3) You must limit emissions from
the combined aluminum surface coat-
ings and aluminum wipedown solvents
to no more than 1.55 kilograms of or-
ganic HAP per liter of total coating
solids applied from aluminum primers,
clear coats, and top coats combined.

(b) You must comply with the work
practice standard in paragraph (b)(1),
(2), (3), or (4) of this section when
cleaning aluminum coating spray guns
with solvents containing more than 5
percent organic HAP by weight.

(1) Clean spray guns in an enclosed
device. Keep the device closed except
when you place spray guns in or re-
move them from the device.

(2) Disassemble the spray gun and
manually clean the components in a
vat. Keep the vat closed when you are
not using it.
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(3) Clean spray guns by placing sol-
vent in the pressure pot and forcing the
solvent through the gun. Do not use
atomizing air during this procedure.
Direct the used cleaning solvent from
the spray gun into a container that you
keep closed when you are not using it.

(4) An alternative gun cleaning proc-
ess or technology approved by the Ad-
ministrator according to the proce-
dures in §63.6(Qg).

§63.5746 How do I demonstrate com-
pliance with the emission limits for
aluminum wipedown solvents and
aluminum coatings?

To demonstrate compliance with the
emission limits for aluminum
wipedown solvents and aluminum coat-
ings specified in §63.5743(a), you must
meet the requirements of paragraphs
(a) through (f) of this section.

(a) Determine and record the organic
HAP content (kilograms of organic
HAP per kilogram of material, or
weight fraction) of each aluminum
wipedown solvent and aluminum coat-
ing (including primers, topcoats, clear
coats, thinners, and activators). Use
the methods in §63.5758 to determine
organic HAP content.

(b) Use the methods in §63.5758(b) to
determine the solids content (liters of
solids per liter of coating, or volume
fraction) of each aluminum surface
coating, including primers, topcoats,
and clear coats. Keep records of the
solids content.

(c) Use the methods in §63.5758(c) to
determine the density of each alu-
minum surface coating and wipedown
solvent.

(d) Compliance is based on a 12-
month rolling average calculated at
the end of every month. The first 12-
month rolling-average period begins on
the compliance date specified in
§63.5695.

(e) At the end of the twelfth month
after your compliance date and at the
end of every subsequent month, use the
procedures in §63.5749 to calculate the
organic HAP from aluminum wipedown
solvents per liter of coating solids, and
use the procedures in §63.5752 to cal-
culate the kilograms of organic HAP
from aluminum coatings per liter of
coating solids.
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