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Figure 160.071-17(m) (3) .

Method of mountimg sample for seam strength test.

Subpart 160.174—Thermal
Protective Aids

SOURCE: CGD 84-069b, 51 FR 19343, May 29,
1986, unless otherwise noted.

§160.174-1 Scope.

This subpart contains construction
and performance requirements, and ap-
proval tests for thermal protective aids
that are designed to minimize the oc-
currence of or aid in the recovery from
hypothermia (lowered body tempera-
ture) during long periods in a survival
craft.

§160.174-3 Incorporation by reference.

(a) Certain materials are incor-
porated by reference into this sub-
chapter with the approval of the Direc-
tor of the Federal Register. The Office
of the Federal Register publishes a
table, ‘““Material Approved for Incorpo-
ration by Reference,” which appears in
the Finding Aids section of this vol-
ume. In that table is found citations to
the particular sections of this part
where the material is incorporated and
the date of the approval by the Direc-
tor of the Federal Register. To enforce
any edition other than the one listed in
paragraph (b) of the section, notice of
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